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CHEUNG KEE CANVAS LTD
G/F,352,RECLAMATION STREET,KOWLOON,HONG KONG

Sample Description : PVC TARPAUILN

Item No. : CK2009

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************

SGS Ref No. : T52510260176SN

Sample Receiving Date : Dec 24, 2024

Test Performing Date : Jan 08, 2025 to Jan 16, 2025

Test Performed : Selected test(s) as requested by applicant

Test Result Summary

No. Test(s) Requested Result(s) Comments

1
BS EN ISO 811-2018 Textiles — Determination of resistance to water 
penetration — Hydrostatic pressure test

PASS /

For further details, please refer to the following page(s)

Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch

Peter Zhao
Authorized Signatory
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Results:

Hydrostatic Pressure test
(BS EN ISO 811-2018)

Rate of increase of water pressure: 60 cm H2O/min
Temperature of distilled water: 20°C 
Atmosphere: Standard temperature
Test water pressure applied from: Below the test specimen
Test side: Any side facing water

A 1 2 3 4 5 Average Requirement

Hydrostatic 
Pressure
(mm H2O)

>10000 >10000 >10000 >10000 >10000 >10000 Min. 10000

Sample Picture (As received)
                         

Pic.1

Remark: This test was subcontracted to SGS-CSTC Standards Technical Services Co., Ltd. Shenzhen Branch 
Testing Center. 
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Note: According to client’s statements the tested samples are used in their products shown in the product photos.

Reference photo

***End of Report***
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